
56/No:
25 - 25OL18/TN-XTHanoi

HD: L2501/XTHanoi-YC

rdr quA ru0 ruculEM / TEST REpoRT

Trung TEm Th& NghiQm vt XD XTEST Ha NQi
| fiESf Hdnol Building Ms,f,lrtalsTestcenter- LASXD 1684

Oia chTr4dd: No 18,4g5lLl31 NguyenTrai, Thanh Xuan, Ha Noi
Uenhv/Contacts:O869 129 209 / hn@xtest.vn / wvi*.xtestvn

Ha Noi,25lOLl2OL8
Trang/Page(s) L/L
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THI./ TAI NAP HO GA, SONG CHAN RAC
/ LOAD TEST FOR GULLY TOPS AND MANHOLE TOPS

Kh6ch h)nglC/ient:

Y6u ciu/Request:

T6n m5u/Som ple nome:

Cdp tAi/class:

Xudl xuf Source:

M6 t6 m5u/oescription:

PP th& lTest menthod:

Nip hd ga bing gang chu khung vu6ng 6m, n5p trdn kich thrrdc 850x850x100

40 tdn

C6ng ty TNHH Thrrong m4i vi Chi6u s5ng REng D6ng

1 m5u nguyOn

BS EN 124-1:2015 Ngiry nhan mluf Received date: z'lotl2ot}
Ngiy th& nghiQmfrested dote: zslotlzotg

X€r Qua rHtr rrrcuEM / TEST RESULT

srr/
No.

T6n chiti6u
I Charocteristics

Don v!

/Units

Kdt qui
/Resu lts

Y€u c'iu/Reguests

BS EN 124-1;2015

1_

Kich thiroc
f Dimension

mm 850x850

2
Dtrdng kinh dudng trdn nQi tidp cia khung dd - CO

/Cleor opening - CO
mm 605.0

3
Dudng kinh tdm I6t
lDiameter of test blook

rnm 250.0 250

4

X6c dinh bi6n d4ng dr.r sau 5 lhn thti d 213 mvctAi
y€u chulDetermine meosurement of the permonent of
the cover ofter five times the opplication of 2/j of the
test lood

KN 266.67+ Tii trgng thl/Test lood

+ Bien dqng dr-r sau 5 lbn tht}
f Meosurement of the permanent of the

cover ofter five times
< CO/300 =2.0L7*mm 0.54

5
Th[r tai & tii treng thidt kd

/Applicatig.!_of the test loo

+ Tii trgng thit/rest tood q
S 30 + 3il

+ Thoi gian duy tr) tai
lTime maintoined of test lood

+ Tinh trqng m=u sau tni tfui
/Somple stotus ofer testinq

30.0

Kh6ng h6ng/Llndomoged

(*) - D6 vdng y€u cdu cho looi >250 kN vdi CO > 300mm vd cd co cdu khoo gi7a khung vd ndp

Nh6n x6t/Remork: Kdt qui th& nghiQm phi hqp tii trgng y6u cbu/ Test results meet the requested lood

G|AM sAr rHr.r NGHTEM

Witnessed by

TV GiSm sdt:

/Consultont

DV. Thi c6ng:
/Constroctor

THLTC HIEN

Test by

Nguy6n Vdn QuVnh

TRUNG TAM XTEST HA NOI
XTEST Hanoi Center

Nguy6n vidt Hoing

TN / Chief of LAB f gtci@
'qt>i c
*\ x
w

BM ISO XTEST Hanoi XT " 06-46

Ghi chri/rvote: 1. (dt qui chi c6 gi6 tri tletr m5u ti& (lftdch llbngrnanrt&t / The Bults orc only wlid lot the tuned sampte(s).

2. Chi dsgc sao ch6p mot ph|n kdt qul thr? nghiem (Ot Vc so ch6p totn b0) kii €6 sll dbng f blng vin

bio da xTESr Ha NoLl Moy oaly be @pted a pod,s oI test report (Nlow futt) oaty wtth d wrftten oreptance by ITEST Ha Noi.

l5O/lEC 17025:2005
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XltSlVretnam
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